May 20, 2008
CERTIFIED REINFORCING BAR EPOXY COATERS

Specification Reference: 910.01(b)9 SM Producer/Supplier Type: Certified Reinforcing
& ITM 301 Bar Coater
SM Material Codes: 910M00340 to 910MO0700

Specific material codes are not listed. Epoxy coated reinforcing and dowel bars are
acceptable from a listed source. Use the applicable material code when reporting these
materials.

Mat. Source Coater Approval
Code Code Steel Manufacturer Number Coments

41XX 4913 ABC COATING COMPANY, WYOMING, MI
NUCOR STEEL, KANKAKEE, IL--—————--——--———————— J989902

41XX 4913 ABC COATING COMPANY, WYOMING, MI
GERDAU AMERISTEEL, KNOXVILLE, TN---—-=—=-—————- Jo989904

41XX 4913 ABC COATING COMPANY, WYOMING, MI
STRUCTURAL METALS INC, SEGUIN, TX--—===——-———- J989905

41XX 4913 ABC COATING COMPANY, WYOMING, MI
GERDAU AMERISTEEL, ST. PAUL, MN--—---——--—————- JO989906

41XX 4913 ABC COATING COMPANY, WYOMING, MI
STRUCTURAL METALS INC, CAYCE, SC---——————————- J039955

41XX 4918 ABC COATING COMPANY, TULSA, OK
STRUCTURAL METALS INC, SEGUIN, TX-—-—-————————- JO989961

41XX 4929 ABC COATING COMPANY, PEOTONE, IL
STRUCTURAL METALS INC, CAYCE, SC---—=—-——————- J039992

41XX 4929 ABC COATING COMPANY, PEOTONE, IL
GERDAU AMERISTEEL, ST PAUL MN--——————————————— J039993

41XX 4929 ABC COATING COMPANY, PEOTONE, IL
NUCOR STEEL, KANKAKEE, IL---—-—--———————————— J039994

41XX 4930 ABC COATING COMPANY, ROSEVILLE, MN
STRUCTURAL METALS INC, CAYCE, SC---—=—-——————- J039995

41XX 4930 ABC COATING COMPANY, ROSEVILLE, MN
GERDAU AMERISTEEL, ST PAUL, MN--—————-————————— J039996

41XX 4922 ABC COATING COMPANY, GASTONIA, NC
STRUCTURAL METALS INC, CAYCE, SC-——------—————- J999964

41XX 4924 ABC COATING COMPANY, BRIGHTON, CO
STRUCTURAL METALS INC, SEGUIN, TX----—-——————- J009919

41XX 4925 ABC COATING COMPANY, WAXAHACHIE, TX
STRUCTURAL METALS INC, SEGUIN, TX--———=-————-- J009929

41XX 4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
GERDAU AMERISTEEL, CHARLOTTE, NC---—=—-——————- J989946

41XX 4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
GERDAU AMERISTEEL, BALDWIN, FL--———--—--—————- Jog89947
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& 1ITM 301
Source Coater Approval
Code Steel Manufacturer Number
4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
GERDAU AMERISTEEL, KNOXVILLE, TN-————----————- J989948
4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
GERDAU AMERISTEEL, JACKSON, TN---——--————————-— Jo89949
4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
NUCOR STEEL, BIRMINGHAM, AL---———-———————————- J989956
4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
NUCOR STEEL, KANKAKEE, IL--—————--—-—--———————— J989958
4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
NUCOR STEEL, SEATTLE, WA--———————————————————— J989959
4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
MARION STEEL, MARION, OH--——————-————————————— J989960
4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
GERDAU AMERISTEEL, SAYREVILLE, NJ----——-————-—- J989966
4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
GERDAU AMERISTEEL, ST. PAUL, MN--——-—-—————————— J989967
4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
NUCOR STEEL, DARLINGTON, SC---——--———-———————- J989968
4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
STRUCTURAL METALS INC., CAYCE, SC---—————————- J989969
4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
STRUCTURAL METALS INC., SEGUIN, TX--—————————- J989970
4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
SHEFFIELD STEEL, SAND SPRINGS, OK----————————-— J039954
4921 AMERICAN HIGHWAY TECHNOLOGY, KANKAKEE, IL
Alton Steel, Alton, IL--—————————————————————— J049903
4928 AMERICAN HIGHWAY TECHNOLOGY, PARSONS, KS
GERDAU AMERISTEEL, JACKSON, TN---——---——-—————- J039907
4928 AMERICAN HIGHWAY TECHNOLOGY, PARSONS, KS
GERDAU AMERISTEEL, CHARLOTTE, NC-——---—--—————- J039908
4928 AMERICAN HIGHWAY TECHNOLOGY, PARSONS, KS
GERDAU AMERISTEEL, KNOXVILLE, TN-————----————- J039909
4928 AMERICAN HIGHWAY TECHNOLOGY, PARSONS, KS
GERDAU AMERISTEEL, SAYREVILLE, NJ----——--————-— J039912
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SM Material Codes: 910M00340 to 910MO0700

Mat. Source Coater Approval
Code Code Steel Manufacturer Number Coments

41XX 4928 AMERICAN HIGHWAY TECHNOLOGY, PARSONS, KS
NUCOR, BIRMINGHAM, AL———————mm—mmmmmmmmm J039927

41XX 4928 AMERICAN HIGHWAY TECHNOLOGY, PARSONS, KS
NUCOR STEEL, KANKAKEE, IL---———--————————————— J039928

41XX 4928 AMERICAN HIGHWAY TECHNOLOGY, PARSONS, KS
NUCOR STEEL, DARLINGTON, SC---—--—-————mm—— J039942

41XX 4928 AMERICAN HIGHWAY TECHNOLOGY, PARSONS, KS
STRUCTURAL METALS INC., CAYCE, SC-—————---————- J039945

41XX 4928 AMERICAN HIGHWAY TECHNOLOGY, PARSONS, KS
STRUCTURAL METALS INC., SEGUIN, TX--=—=-—————- J039962

41XX 4928 AMERICAN HIGHWAY TECHNOLOGY, PARSONS, KS
SHEFFIELD STEEL, SAND SPRINGS, OK--———-——————- J039963

41XX 4923 BLOCK HEAVY & HIGHWAY PRODS., CO., VALPARAISO, IN
NUCOR STEEL, KANKAKEE, IL--—-—-—--—-—————————— JO09977

41XX 4923 BLOCK HEAVY & HIGHWAY PRODS., CO., VALPARAISO, IN
GERDAU AMERISTEEL, ST. PAUL, MN----——————————- JO09979

41XX 4923 BLOCK HEAVY & HIGHWAY PRODS., CO., VALPARAISO, IN
STRUCTURAL METALS INC, CAYCE, SC-——————-—————- J019980

41XX 4923 BLOCK HEAVY & HIGHWAY PRODS., CO., VALPARAISO, IN
ALTON STEEL CO., ALTON, IL--—=—==——————— J019976

41XX 4923 BLOCK HEAVY & HIGHWAY PRODS., CO., VALPARAISO, IN
STEEL DYNAMICS, PITTSBORO, IN--—-—---—--————e———— J089926

41XX 4915 GERDAU AMERISTEEL COATING, MUNCIE, IN
NUCOR STEEL CO, SEATTLE, WA---——---———————————- JO89938

41XX 4915 GERDAU AMERISTEEL COATING, MUNCIE, IN
GERDAU AMERISTEEL, SAYREVILLE, NJ-------—-———- J019930

41XX 4915 GERDAU AMERISTEEL COATING, MUNCIE, IN
MARION STEEL, MARION, OH--—————--————————————— J029939

41XX 4915 GERDAU AMERISTEEL COATING, MUNCIE, IN
GERDAU AMERISTEEL, ST PAUL, MN---—---—————————- J019931

41XX 4915 GERDAU AMERISTEEL COATING, MUNCIE, IN
STRUCTURAL METALS INC, CAYCE, SC-——————-——————- J029940

41XX 4915 GERDAU AMERISTEEL COATING, MUNCIE, IN
GERDAU AMERISTEEL, SAND SPRINGS, OK--—-—---—--- J069940
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Source Coater
Code Steel Manufacturer

4919 GERDAU AMERISTEEL COATING, KNOXVILLE, TN
GERDAU AMERISTEEL, JACKSON, TN--—---———————————

4919 GERDAU AMERISTEEL COATING, KNOXVILLE, TN
GERDAU AMERISTEEL, CHARLOTTE, NC--————————————

4919 GERDAU AMERISTEEL COATING, KNOXVILLE, TN
GERDAU AMERISTEEL, BALDWIN, FL-----—=————————-

4919 GERDAU AMERISTEEL COATING, KNOXVILLE, TN
GERDAU AMERISTEEL, KNOXVILLE, TN-—-——--—---—————-

4931 GERDAU AMERISTEEL COATING, MILTON, PA
GERDAU AMERISTEEL, KNOXVILLE, TN---—===-—————-

4931 GERDAU AMERISTEEL COATING, MILTON, PA
GERDAU AMERISTEEL, SAYREVILLE, NJ--—-—--—-———-

4931 GERDAU AMERISTEEL COATING, MILTON, PA
GERDAU AMERISTEEL, PERTH AMBOY, NJ-—-——————————

4916 GERDAU AMERISTEEL, SAYREVILLE, NJ
GERDAU AMERISTEEL, SAYREVILLE, NJ-------—-———-

4915 GERDAU AMERISTEEL COATING, MUNCIE, IN
GERDAU AMERISTEEL, JACKSON, TN---——---————————-—

4915 GERDAU AMERISTEEL COATING, MUNCIE, IN
GERDAU AMERISTEEL, KNOXVILLE, TN---—=—=-——=———-

4915 GERDAU AMERISTEEL COATING, MUNCIE, IN
GERDAU AMERISTEEL, CHARLOTTE, NC--——-————————

4915 GERDAU AMERISTEEL COATING, MUNCIE, IN
GERDAU AMERISTEEL, BALDWIN, FL--—--—-——--—————-

4915 GERDAU AMERISTEEL COATING, MUNCIE, IN
NUCOR STEEL CO, KANKAKEE, IL--—---—-———————m———

4926 LANE ENTERPRISES, INC., CARLISLE, PA
GERDAU AMERISTEEL, BALDWIN, FL--—-———————————-

4905 MIDWEST PIPE COATING, INC., SCHERERVILLE, IN
GERDAU AMERISTEEL, KNOXVILLE, TN---—--—--—-———-

4905 MIDWEST PIPE COATING, INC., SCHERERVILLE, IN
GERDAU AMERISTEEL, BALDWIN, FL--———--——-—————-

4905 MIDWEST PIPE COATING, INC., SCHERERVILLE, IN
GERDAU AMERISTEEL, WILTON, lA-———--——————mm——
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CERTIFIED REINFORCING BAR EPOXY COATERS

Specification Reference: 910.01(b)9 SM Producer/Supplier Type: Certified Reinforcing
& ITM 301 Bar Coater
SM Material Codes: 910M00340 to 910MO0700

Mat. Source Coater Approval
Code Code Steel Manufacturer Number Coments

41XX 4905 MIDWEST PIPE COATING, INC., SCHERERVILLE, IN
NUCOR STEEL CO., BIRMINGHAM, AL--—--—-—-—-—————- J989910

41XX 4905 MIDWEST PIPE COATING, INC., SCHERERVILLE, IN
NUCOR STEEL CO., KANKAKEE, IL----—--—-———————- Jo989911

41XX 4905 MIDWEST PIPE COATING, INC., SCHERERVILLE, IN
GERDAU AMERISTEEL, ST. PAUL, MN----——————————- Jo989914

41XX 4905 MIDWEST PIPE COATING, INC., SCHERERVILLE, IN
NUCOR STEEL CO., SEATTLE, WA--———————————————- J989916

41XX 4905 MIDWEST PIPE COATING, INC., SCHERERVILLE, IN
GERDAU AMERISTEEL, SAYREVILLE, NJ--—-----—-———- J019919

41XX 4905 MIDWEST PIPE COATING, INC, SCHERERVILLE, IN
STRUCTURAL METALS INC, CAYCE, SC--—-———-——————- J009917

41XX 4905 MIDWEST PIPE COATING, INC, SCHERERVILLE, IN
ALTON STEEL CO, ALTON, IL---—----——————m o ——— J009918

41XX 4914 SIMCOTE, INC, MARION, OH
NUCOR STEEL, KANKAKEE, IL---—-—--—-———— o Jo89921

41XX 4914 SIMCOTE, INC, MARION, OH
MARION STEEL CO, MARION, OH--—-—————-—————————-— J989922

41XX 4914 SIMCOTE, INC, MARION, OH
GERDAU AMERISTEEL, ST PAUL, MN--—---——————em——— J989924

41XX 4914 SIMCOTE, INC, MARION, OH
GERDAU AMERISTEEL, WILTON, NA-——-——--—-—-——————— J039923

41XX 4914 SIMCOTE, INC, MARION, OH
GERDAU AMERISTEEL, BEAUMONT, TX--—-------—————- J039926

41XX 4914 SIMCOTE, INC, MARION, OH
GERDAU AMERISTEEL, JACKSONVILLE, FL--=-====——-- J039901

41XX 4914 SIMCOTE, INC, MARION, OH
ROCKMOUNTAIN STEEL MILLS, PURBLO, CO--——--——-- J039903

41XX 4914 SIMCOTE, INC, MARION, OH
GERDAU AMERISTEEL, KNOXVILLE, TN---------————- JO989925

41XX 4914 SIMCOTE, INC, MARION, OH
STRUCTURAL METALS INC, CAYNE, SC-—————-——————- J039997

41XX 4927 TOLTEC STEEL SERVICES, INC, KANKAKEE, IL
STRUCTURAL METALS INC, CAYCE, SC---—-—=-—=———- J019920
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Specification Reference: 910.01(b)9 SM Producer/Supplier Type: Certified Reinforcing
& ITM 301 Bar Coater
SM Material Codes: 910M00340 to 910MO0700

Mat. Source Coater Approval
Code Code Steel Manufacturer Number Coments

41XX 4927 TOLTEC STEEL SERVICES, INC, KANKAKEE, IL
NUCOR STEEL, KANKAKEE, IL--—-———--—-———— J019921

41XX 4927 TOLTEC STEEL SERVICES, INC, KANKAKEE, IL
GERDAU AMERISTEEL, BEAUMONT, TX--—----—--—————- J039998

41XX 4917 WADY INDUSTRIES, INC, MAQUOKETA, IA
NUCOR STEEL, KANKAKEE, IL---—----—-———— J989952

41XX 4917 WADY INDUSTRIES, INC, MAQUOKETA, 1A
GERDAU AMERISTEEL, ST PAUL, MN--————-————————— J029953

41XX 4917 WADY INDUSTRIES, INC, MAQUOKETA, IA
ALTON STEEL, INC, ALTON, IL-——-==-—-——m—m— JO079950
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